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aggregate for use in the design of bituminous mixtures.
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This method covers the procedure for determining the specific gravity of coarse

PROCEDURES

Determine the Bulk Specific Gravity and Apparent Specific Gravity of the plus #4
material in accordance with AASHTO T85. Determine the Specific Gravity of the minus
#4 material in accordance with MoDOT T37.

CALCULATIONS

Specific Gravity of = A + B
plus #4 Materid 2

WHERE:

A = Apparent Specific Gravity
B = Bulk Specific Gravity
THEN:

Specific Gravity of = 100
coarse aggregate P P

WHERE:

Pl = Percent of minus #4 material.
P, = Percent of plus #4 material.

G, = Specific Gravity of minus #4 material.

G, = Specific Gravity of plus #4 material.
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